a

EEV

instead of accession N\ Duplicate accession N | The signature and date

P62,0520,45
858,9+0,45
o
-
~N |
|
o’
N . 8641213
D
|
!
[
=
~ L !
\C e |
P66,6
The controllable sizes
of a glass finish :
862,05+0,45
@58 9+0 45
Finish type llI-63
Characteristics ) o
Normingl capacity, en ~31h The packing scheme of the jars in the pallet
Full capacity, cm? -314+9
Weight recommended, g -185
SF-37780441-003:2010. GOST 5717.1 I I )
Thickness of walls nof less, mm-14 ,at I 9rows on 18 jars Guanf{fy of !gyer;: ;3
Shaliratioh el AevEERig=12 = 8 rows on 17 jars " Qu.?nhfy aof jars in the pallef: 38“4
Thikness of a bottom not less, mm=2,0 = 298 jars in a layer ~ Weight of the pallet, kg: ‘ 77;
Therminal stability difference of i P = Roof: a caraboars
0™ Cover: thermocontractable

temperatures, not less, °C -40

Internal hydrostatic pressure during 5s not
less, kgf/cm 2.3

Resistance to effort of compression not less,
N-2200
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Maximum devations TR
§ on height, mm Z] GTINA L
H on diameter, mm *13 Y 2 A 39
z Concavity of an end face of a nimbus [T Q]
E mouth no more, mm 0.3 I < /] BRSET - Letter | Weight | Scalz
E Other dimensions are for manufacturing of Latler| Dogomedt W Sighghubdliate Jar
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Copied Format A3




	Page 1

